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SALT SPRAY TEST REPORT

& & #9%: F70400121

DAW 06(6u)

4 & 8 #9(DATE)

2010711705

K 5 B 21 (DATE)

2010/11/05~2010/11/06

RIRA R
(REFERENCE SPEC. )

ASTM B117-85

KA
(TEST CONDITION)

1. #Abénizk(NaCl Solution) :
(1);8 % (CONCENTRATION) : 5+0. 5%
(2)PH: 6.5 £0.4

2. B (TIME): 24 HRs.

3.2 % (TEMP.) : 35%1C.

4. e ¥72 % ( HUMIDITY ) :95~98%

FI R Ty A
(JUDGEMENT METHOD)
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( INSPECT THE CONTACT AREA OF BLADE OR
SURFACE OF G/WIRE AT 18x MAGNIFICATION,
NO MORE THEN 4 BLUE OR GREEN SPOTS IN
PER CM%. THEN THE PRODUCT IS
ADJUDGED ACCEPTABLE. )

B E R
(TEST RESULT)

%# ( CHECKED BY ) :_3 3% & s ( INSPECTOR ) :

4F03C05

PASS
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